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B2609, CHUANGYE BUILDING, DONGCHANG EAST ROAD, ECONOMIC AND TECHNOLOGICAL
DEVELOPMENT ZONE, LIAOCHENG CITY, SHANDONG PROVINCE

Sample Description
Specification
Material
Manufacturer
Product or Lot No.

SPC FLOOR
1230*184MM 4MM
PVC STONE

20200918

The above data and information was / were submitted and identified on behalf of the client. SGS is not
responsible for the authenticity, integrity and results of the data and information and / or the validity of the
conclusion. results apply to the sample as received.
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SGS Ref No. QDIN2010006469CM
Sample Receiving Date Oct.12, 2020
Test Performing Date Oct.12, 2020 to Oct.22, 2020
Test Result Summary
Test(s) Requested Result(s)

EN 13501-1:2018 Fire classification of construction products and building

Classification: Bs-s1

elements-Part 1: Classification using data from reaction to fire tests

Summary:

1. For further details, please refer to the following page(s).

Signed for and on behalf of
Shunde Branch
SGS-CSTC Co,, Ltd.
E‘l.t.n aaa r.a@n
Asls. i
SDF520|DD'EF
Ada Liu
Approved signatory
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Unless otherwise agreed in writing, this document is Isﬁuad by the Company subjac! to its General Conditions of Service printed
overleaf, available on request or accessible atn P :waw _men!Tarm and 5 aspx and for electronic I'nrmtl dommmu
subject to Terms and Conditions for Electron m d

Attention is drawn to the Hmlmlun of liability, Indemnlﬁcotlon and Jurisdiction iss d 1l ny l ument is
advised that information contained hereon reflects the Company'’s ﬂnalng.s al the ume nl' Its Inlmenhon m!r am wnhin the limits of
Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does nol exonerale parties o a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorizad alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer onl; to the sample(s) tested and such sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection repert & certificate, please contact us at telephone: (B6-755) 8307 1443
or email: CN.Docchecki@sgs.com
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